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Samples and identifications

24LA10962Sample
Receipt date: 17/05/2024

Sample receiving date: 17/05/2024

Description
Fake leather

Article: L1.6.9.3.1 

Lot : batch nr. "W18.2024"

Composition: natural rubber, apple,  tencel textile (regenerated cellulose),  PU-based coating

Mass per unit area:1198 g/m2

Sampling carried out by: customer

Description:

This Test Report consists of the following results

71301 Upholstered furniture. Assessment of ignitability. Ignition source: slow smouldering cigarette

Upholstered furniture. Assessment of ignitability. Ignition source: slow smouldering cigarette

BS 5852:2006Test method
24 h a (23 ± 2)°C e (50 ± 5)% R.H.Specimens conditioning
(10-30)°C e (15-80)% R.H.Operating conditions
Ignition source 0 (cigarette)Ignition source
Polyurethane flame retardantType of padding used

Test began on: 21/05/2024 Test ended on: 21/05/2024

Results contained in this report refer only to tested manufacts.
A partial reproduction of this report must be authorized from Centro Tessile Cotoniero e Abbigliamento SPA.
Institute member of National Registry Office of Research code E0190YZ7 and of the Highly Qualified Laboratories Association according to law 
n.46 (02/17th/1982) and authorized to carry out applied research programmes by the Ministry of University and Scientific Research and Technology.
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Results for sample UM24LA10962 result

1st specimen

Slow, progressive and dangerous combustion NO

Combustion of the foam more than 10 cm in any direction except upwards NO

Whole combustion of the sample NO

Combustion to the extremities NO

Slow and progressive combustion of the entire sample NO
2nd specimen

Slow, progressive and dangerous combustion NO

Combustion of the foam more than 10 cm in any direction except upwards NO

Whole combustion of the sample NO

Combustion to the extremities NO

Slow and progressive combustion of the entire sample NO

NI/0Final results

Sampling carried out by customer: results refer to the sample as received; data and information indicated in the description field are given by customer for 
which it will be responsible 

End of Test Report 24RA06784

Issue date
22/05/2024

Area Manager - Protective and Technical 
Performance Laboratories

Dott.ssa Elena Conti
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