
Glass test report

Zebra angle: 59.8

Glass width(mm)

Thickness(mm)

Sample position

Test date

1200.0

5.0

right

2026-03-16

Glass height(mm)

Glass color

Test direction

Test time

600.0

white

Counterclockwise

16:43:45

Glass deform curve

The positions of the glass ribs
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