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L
o No. CLS1A 080739 0045 Rev. 00
Initial No. -
4
o Certificate Holder: 3A Composites Asia Pacific Pte Ltd
o THE CONCOURSE
< #10-06
300 Beach Road
2 Singapore 199555
(T SINGAPORE
= UEN - 199505288C
= =
o Certification Mark:
4
—
< ——
b TUV SUD PSB
>
-e- Product: Composite Panels (cladding to external wall)
>
— Brand Name: 3A Sandwich Panel
o.
Ll Model(s): W
(<
P Product Details: Refer to following page(s)
Standard(s): BS 476-6:1989/A1:2009
o BS 476-7:1997
e
Ao Country of Origin: People's Republic of China
R ll]=4
)
fiiE Test Report(s): 7191271910-MEC21/1-YWA, 7191271910-MEC21/2-YWA
Valid until: 2026-11-09

Products listed under Class 1A must have TUV SUD PSB PLS mark as shown above affixed/printed on them. Failure to comply
with this requirement may result in revocation of this certificate.
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Accredited
Certification
Vice-President (Certification Department) sac Body
TUV SUD PSB PD-2002-01

This Certificate is the property of TUV SUD PSB Pte Ltd. Reports listed in this certificate is an integral part of the certificate and
should be read in conjunction with it. The use of this Certificate is subjected to TUV SUD Group Testing and Certification
Regulations; TUV SUD PSB Pte Ltd (PSB) General Terms and Conditions of Business and PSB Product Listing Scheme (PLS)
Application Fact Sheet. The manufacturer is solely responsible for compliance of any product that has the same designation as
the product type-tested. Persons relying on this Certificate should verify its validity by checking the e-directory:
www.tuvsud.com/ps-cert. For more information on TUV SUD PSB Pte Ltd product certification: www.tuv-sud-psb.sg
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TUV SUD PSB Pte Ltd 15 International Business Park TUV SUD @ IBP  Singapore 609937 TUV
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o Product Details:
a .
< Rating: Class 0
) Thickness: 50mm (with one face of 0.4mm galvanized steel skin removed)
— Bulk Density: 219.3kg/m3
— Tested on the rockwool core face
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 TÜV SÜD Product Service GmbH 
 Certification Body 
 Ridlerstraße 65 
 80339 Munich 
 Germany 
 
 TÜV SÜD America Inc. 
 10 Centennial Drive Ste 207 
 Peabody, MA 01960 USA 
 
 TÜV SÜD PSB Pte Ltd 
 1 Science Park Drive 
 Singapore 118221 
 
 TUV SUD BABT 
 Octagon House 
 Concorde Way 
 Fareham 
 Hampshire 
 PO15 5RL 
 United Kingdom 
 
 TÜV SÜD Certification and Testing (China) Co. Ltd. 
 No. 10 Huaxia Rd.(m) 
 Xishan District 
 Wuxi 
 Jiangsu 
 P.R.China 
 
 TÜV SÜD DO BRASIL SFDK 
 Rua do Tesouro, 23 - 17° andar 
 São Paulo - SP 
 01013-020 
 Brasil
	
This certificate has been digitally signed by TÜV SÜD Product Service GmbH on behalf of the certificate issuing certification body as named in the pdf document's footer.
 
The sole responsiblity for the content of the certificate is with the certificate issuing certification body.




